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图 S1 不同样品的 N2吸附/脱附等温线 

Fig. S1 N2 sorption-desorption isotherms of different samples 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

图 S2 Gd/BMO(IS)-3的成像图 

Fig. S2 The mapping images of Gd/BMO(IS)-3 

 

 

 

 

 

 

 

 

 

 

 

 

 

图 S3不同样品的放大 XRD图 

Fig.S3 The enlarged XRD patterns of different samples 
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图 S4 不同样品的表面光电压能谱(SPS) 

Fig. S4 Normalized SPS spectra of different samples 

 

 

 

 

 

 

 

 

 

 

 

 

图 S5 Gd/BMO(IS)-3光催化降解 RhB过程中的 HPLC-MS分析 

Fig. S5 HPLC-MS of the visible-light (λ > 420 nm) induced photocatalytic degradation of RhB on Gd/BMO(IS)-3 

 

 

400 450 500 550 600

BMO

Gd/BMO(IP)-3
Sm/BMO(IS)-3

Yb/BMO(IS)-3

Gd/BMO(IS)-3

 

 

p
h

o
to

v
o
lt

a
g
e/

 (
a
.u

.)

Wavelength /nm

1 2 3 4 5 6 7 8

331 rhodamine

359 MER

387 DER
b

387 DER
a

415 TER

443 RhB
0 min

10 min

20 min

30 min

40 min

50 min

60 min

 

 

In
te

n
si

ty
/ 

(a
.u

.)

Time /min


