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Fig.4 Temperature dependences of conductivity(a), Seebeck coefficient (b) and power factor(c) for Lag,Bi,Sre TiO; ceramics
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Fig.5 Temperature dependences of thermal conductivity (a) and ZT value (b) for Lag,Bi,Srge TiO; ceramics
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